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Report No. L0414-01-21

This is the twenty-first in a series of informal monthly progress reports

submitted in partial fulfillment of Contract DA-04-495-0RD-3069. It constitutes

the fifth monthly progress report for the one-year continuation of the original

two-year program.

This report covem the period 1 January through 31 January 193. It was

written by R. B. Setterlund who was supervised by A. Rubin.

AEROJET-G CORPORATION

P. ordan, Head

Met 1 cs and Refractories Dept.

St ural Materials Division

NOTE: The information contained herein is regarded as preliminary and subject
to further checking, verification, and analysis.
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I. OBJECTIVE

The objectives of this program are outlined below:

A. Investigation of the stress -corrosion cracking characteristics of

at least three new high strength alloys of interest for rocket motor case appli-
cations. These alloys are 6AI-4V titanium, 18%-nickel maraging steel, and 20%_
nickel maraging steel, in addition to limited testing of vacuum-melted 9Ni-4Co

ste.B. Study of the environmental parameters that could affect the rate and

extent of stress-corrosion cracking.

C. Determination of the effect of material parameters (composition,

strength level, welding, and microstructure) on stress-corrosion susceptibility.

D. Continuation of the evaluation of protective coatings and other

techniques for preventing stress-corrosion cracking.

II. SUMMARY

Data obtained to date show that the 6A1-4V titanium alloy is imiune to

stress-corrosion cracking under all the test conditions of this program in both

the annealed and in the quenched-and-aged conditions.

The 20%-nickel maraging steel was found to be susceptible to stress

corrosion cracking in both the annealed-and-aged and in the 75% cold-worked

conditions. The susceptibility is much greater, however, in the annealed

condition.

The 18%-nickel maraging steel was also found to be susceptible to stress

corrosion cracking in both the annealed-and-aged and cold-worked-and-aged con-

ditions. As with the 20%-nickel alloy the annealed and aged condition showed

the greater susceptibility.
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Among the test environments employed, the most severe exposures were those

in moisture-saturated air at 1400 F, a 3%-salt water solution, and distilled water.

Fifteen different coating systems designed to prevent stress-corrosion

cracking are under evaluation using the failure-susceptible steel, H-Il, as

the base material. Several inhibited epoxy systems show a promising capability

for protecting the metal.

III. WORK PROGRESS

A. INTRODUCTION

Since the initiation of the original test program two years ago, to

investigate the stress-corrosion cracking characteristics of high,-strength alloys,

a number of new high-strength steels have been receiving increased attention for

use in constructing rocket motor cases. The third year test program is directed to

the study of three of these new alloys as well as of one titanium alloy presently

being used for the same application. j
The test environments, substantially the same as those evaluated in

the original two-year investigation, are as follows: (1) distilled water; (2) tap

water; (3) salt water; (4) sodium dichromate-inhibited water; (5) soluble oil-

inhibited water; (6) air; (7) high humidity atmosphere; (8) trichloroethylene;
(9) cosmoline; and (10) solid propellant. These are considered to be environments

representative of those to which rocket motor cases would normally be exposed during

fabrication, processing, or storage. One additional environment will be included

in the new program, that of sea-coast exposure.

The test methods being used in this investigation employ bent-beam,

U-bend, and center-notch specimens. Evaluation of results includes microstructural

studies, using both standard metallographic and electron microscopic techniques,

to attempt to associate the failure mechanism with specific microstructural charac-

teristics of the materials.

An evaluation of protective coatings and surface treatments to prevent

stress-corrosion cracking is also being conducted.
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B. PROGRAM STATUS

Bent beam specimens of the 6A1-4V alloy were removed from test after

1700 hours of exposure to the various environments in this program. The material

had been processed as shown in Table 2. Examination of these samples indicated no

evidence of cracking. Likewise no failures were obtained in 100-hour testing of

center-notched' specimens. Welded plates have now been fabricated and X-rayed for

joint integrity, and specimens are now being prepared for evaluation of the

remaining test condition, welded joints.

The 20%-nickel maraging steel is under test in the annealed-and-aged

and 75% cold-worked-and-aged conditions (Code H-1 and H-3, Table 1). Specimens

are now being machined for testing of the 50% cold-worked-and-aged material (H-2)..
Center-notch specimen tests are almost complete with the H-1 and H-3 material. A

portion of the heat of H-1 material is now being welded using a TIG process.

The 18%-nickel maraging steel is under test with the annealed-and-aged

(I-1) and 50% cold-worked-and-aged (1-3) material having a titanium content of

o.62%.

Annealed and cold-worked heats of this same alloy with a titanium

content of 0.50% have just been received and will shortly be in test. The de-

termination of the effect of titanium content on stress-corrosion cracking

(another objective of this program) is being conducted with limited quantities

of material from another program. The chemical analyses of these heats (Nos. 477,

448, and 476, shown in Table 2) indicate a titanium content varying from 0.40 to

1.00%. Welding is soon to be started on the annealed 0.50% titanium heat.

The 9Ni-4Co vacuum-cast alloy is now scheduled for delivery in March.

Shipment delays were caused by difficulties at the mill in producing a satisfactory

heat.

C. TEST RESULTS TO DATE

The 6A1-4V titanium alloy was completely immune to stress corrosion

cracking in any of the test environments of this program. The immunity was
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indicated in the bent-beam tests as well as in the more sensitive center-notched

tensile tests which were performed, sand this was true for both the annealed and

the quenched-and-aged processing conditions.* Tables 3 and 4 present, respectively,

the chemical analysis and mechanical properties, and the effects of stress

corrosion, of 6A1-4V alloy.

Test results to date involving bent-beam and center-notch specimens

of the meraging steels are shown in Table 5. Both the 20% and 18% maraging

stesin both the annealed-sad-aged sand cold-worked-and-aged conditions showed

soefailures in these tests. However, there was a wide variation in susceptibility

to cracking in different environments. For example, the annealed-sad-aged 20%-

nickel steel failed more rapidly in distilled water and salt water than the annealed-

and-aged 18%,-nickel grade; yet the latter material failed in tap water, chromate

solution, and soluble oil solutions, while the annealed-and-aged 20%-nickel steel

was. immune to cracking in these environments. Whcn these same alloys were cold-

worked before aging their resistance to cracking was greatly increased. Also the

mode of cracking appeared to change from intergranular to possible cracking alongI
slip planes. Photomicrographs of both types of failues were included in the

previous formal quarterly report (0414-01-8).

The results of the coating evaluation program are shown in Table 6.
Fifteen different coatings are under test in both an aerated salt water environ-

ment sand a high humidity atxmosphere. Several of the coatings appear to show

promise for protecting a highly susceptible alloy such as H-1l steel (used in

these tests) from stress corrosion cracking. The inhibited epoxy coatings

appear to be very effective in protecting the metal from cracking but longer

exposures will be needed before sany final conc lus ions can be drawn. Although the

vinyl coating is the only type that has not failed in either the salt solution

or high humidity tests, the exposure time is still relatively short.

IV. FUURE~ WORK

Work will continue along the guidelines of the 'Master Plan shown in Table I.

Both bent-beam and center-notched specimens will be immersed as required to fulfill

4



Report No. L0414-01-21

this schedule. It is hoped that the 9 Ni-44Co vacuum-cast alloy will be shipped

within the next few weeks as promised by the supplier, so that some limited

testing of this alloy can be started. Exposure of the maraging steels to the sea

coast atmosphere is ready to begin; some results will be shown in the next monthly

report.

Metallographic sections of selected cracked 6amples have been prepared and

photographed. In addition, the cracking process is being studied by means of

the electron microscope, utilizing fracture replicas. The intention is to attempt

to define the mode of failure and, if possible, associate the failure process with

microstructural characteristics of the materials. Both photomicrographs and electron

microscope fractographs will be presented in the next quarterly report.

V. BUDGET
I

The expenditure rate for the month of January was 480 hours, leaving a

total of 1200 hours to be expended on the remainder of the program.
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TABLE 3
CHEMICAL ANALYSIS AND MECHANICAL PR0PERTIE

OF 6AJ-4V TITANIUM

Chemical Analysis (% Copmpoition)*

C Al V 02 N2 H2  Ti Fe Other

I Aerojet Analysis 0.3 6.1 4.1 0.083 0.014 80 ppm Bal 0.16 0.18

Mechanical Properties (Transverse)
Yield Strength Ultimate Hardness
(0.2% Offset) Strength Elongation

(psi) (psi) (Rc

Annealed

Mill report 131, 900 141,400 12 33.5

Aerojet test 138,000 143,800 14 34

Notched tensile strength -- 128,500 - -

j 16750 F 1 hr, W.Q. Aged 900 0 F 8 hr

I Aerojet test 162,700 176,800 7 38.5 I
l:Notched tensile strength -- 132,000 - ,

Welded

Aerojet test 131,500*** 135,200 9.5 33.0

Titanium Metals Corporation HT 4141.

Using as-fatigue-cracked sample of Figure 3.

Tensile failures in parent metal.

Table 3I
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TABLE 4

STRESS CORROSION OF 6AJ-4V TITANIUM
IN VARIOUS ENVIRONMENTS

Condition G-1 Coldition G-2
Annealed 1675 F • hr, W.Q.,
(as received) 900 F 8 hr

Failure Times Failure Times
Mean Range Mean Range

Environment Failed/Tested (hr) (hr) Failed/Tested (hr) (hr)

Bent Beam Tests

Distilled water 0/3 NF1700"** 0/3 - NF1700
Tap water 0/3 0/3 -
3% NaCi sol. 0/3 0/3 -
0.25% Sodium dichromate 0/3 0/3 -
Soluble oil sol. 0/2 0/3 -
Cosmoline 0/3 0/3 -
High-humidity atmosphere 0/3.*** 0/3 - W
Air 0/3 - NF1700 0/3 - NF1700
Solid propellant 0/0 - - 0/0 - -

Sea-coast exposure 0/0 - - 0/0 - -

U-Bend Tests

High-humidity atmosphere 0/3 - NF600 0/3 - NF600
Trichloroethylene 0/0 - - 0/0 -
Sea-coast exposure 0/0 - - 0/0 - -

Center-Notch Tests

Distilled Water 0/2 - NF100 0/2 - NF100
3% NaCl sol. 0/2 - j 0/2 -
0.25% Sodium dichromate 0/2 - 1 0/2 -
Soluble oil sol. (4%) 0/1 - NF1O0 0/1 - NF1O0

Refers to code letter in Master Schedule, Table 1.

Indicates no failures of three samples exposed.

Indicates no failures in 1700 hours exposure.

Indicates testing not started.

Table 4
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